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Abstract

The integration of nanomaterials with high conductivity into stretchable polymer fibers can
achieve novel functionalities such as sensing physical deformations. With a metallic
conductivity that exceeds other solution-processed nanomaterials, two-dimensional (2D)
titanium carbide MXene is an attractive material to produce conducting and stretchable fibers.
Here, we use a scalable wet-spinning technique to produce TisC2Tx MXene/polyurethane (PU)
composite fibers that show both conductivity and high stretchability. We demonstrate
conductivity at a very low percolation threshold of ~1 wt.%, which is lower than the previously
reported values for MXene-based polymer composites. When used as a strain sensor, the
MXene/PU composite fibers show a high gauge factor of ~12900 (~238 at 50 % strain) and a
large sensing strain of ~152 %. We further improve the cyclic strain sensing performance by
producing fibers with MXene/PU sheath and pure PU core using a coaxial wet-spinning
process. Using a commercial-scale knitting machine, we knit MXene/PU fibers into a one-
piece elbow sleeve, which can track various movements of the wearer’s elbow. This study
establishes fundamental insights into the behavior of MXene in elastomeric composites and
presents strategies to achieve MXene-based fibers and textiles with strain sensing properties

suitable for applications in health, sports, and entertainment.

Keywords: MXene, Composite fibers, Coaxial fibers, Strain sensor, Wearable body movement

monitoring



WILEY-VCH

1. Introduction

MXenes are a large family of two-dimensional (2D) materials® 5! with high electrical
conductivity (up to ~10* S cm™),® outstanding mechanical properties (Young’s modulus ~330
GPa),["" and excellent specific capacitance (up to ~1500 F cm).I Owing to this unique
combination of properties, TisC2 MXene has found applications in energy storage, sensing,
catalysis, antennas, and neural interfaces among many others.[*5°-12 Typically synthesized
from the parent MAX phases (Mn+1AXnwith “M” as early transition metals, “A” group 13-16
elements, “X” carbon and/or nitrogen, and n = 1-4) by etching the “A” layer, following an
intercalation-assisted delamination, 31 MXene (Mn+1XnTx) flakes with high aspect ratio (up to
~10°) and abundant terminating functional groups (Tx) are desirable for producing polymer
composites with novel functionalities. For instance, TisC2Tx MXene/sodium alginate
composite films showed an electromagnetic interference shielding that exceeded other
synthetic composite materials with similar thicknesses.[**l One important application where
MXene can offer an advantage over commonly used fillers is in composite fibers that require
electrical conductivity and elasticity at the same time. This combination of conductivity and
stretchability is the fundamental requirement for sensing physical deformations such as strain.
A variety of materials, including conducting polymers such as poly(3,4-
ethylenedioxythiophene):poly(styrenesulfonate) (PEDOT:PSS),['5*1 carbon black (CB),!*!
carbon nanotubes (CNT),*®! chemically converted graphene (CCG),[** reduced graphene
oxide (rGO),[**2! and mixture of silver nanoparticles (AgNP) and nanowires (NW)[?22%1 have
been used as fillers to achieve strain sensing composite fibers. Once integrated into a fabric,
such fibers can be used for tracking body movements, sports coaching, rehabilitation, remote

health monitoring, and entertainment.[?4

The limited availability of strain sensing fibers that can be produced at a sufficiently large scale

(>100 m) while meeting the mechanical properties requirements of industrial-scale textile
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processes, such as knitting or weaving, has restricted their integration into strain sensing
textiles for practical wearable applications. There are different methods to fabricate strain
sensing textiles such as fiber spinning, coating on fibers, yarns, or fabrics and manipulating
nanomaterials into stretchable yarns.? While coating is scalable and easy to achieve, the poor
adhesion and mechanical properties mismatch between the fiber substrate and the coating layer
often result in the degradation of the sensing response, especially for applications requiring
large strains or numerous cycles.?*l Fiber-based strain sensors produced using the geometrical
manipulation of functional materials (e.g., CNT), such as wrapping, twisting, and coiling are
typically fabricated at small (centimeter) scale, which will not be sufficient for integration into
textile. Spinning conducting and elastomeric fibers prevents the delamination of conducting
fillers by integrating them within elastomeric polymers, such as polyurethane (PU). This
approach is also scalable and has shown potential in producing strain sensing fibers at a length
beyond a kilometer.[*¥l However, imparting electrical properties while maintaining the
stretchability in elastomeric polymer fibers has been a great challenge. This is because
introducing conductive fillers often results in deterioration of spinnability (ability to form
fibers) or can lead to fibers with low stretchability, which are not suitable for strain sensing

applications.

While proven a promising candidate for the development of fibers and nanofibers with
remarkable energy storage properties,?5-2° the suitability of MXene for developing strain
sensing fibers remained unexplored. Previous works on film-based TisC2Tx MXene composites
have shown that it is possible to achieve conductivity albeit at high MXene loadings. For
instance, TisC2Tx/polyvinyl alcohol (PVA) composite films showed a low conductivity of ~4
x 10* S cm? at the relatively high MXene loading of 40 wt.% while achieving low film
stretchability (=4 %). Similarly, TisC2Tx/cellulose nanofiber composite films showed a

conductivity of only ~6 x 10° S cm™ at 40 wt.% MXene.F% While TisC2Tx/polyacrylamide
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(PAM) composite films were conductive (~3 x 10 S cm™) at ~6 wt.% MXene, increasing the
MXene loading to 75 wt.% only slightly improved the conductivity of the composite (~0.03 S
cm™).BY The recent study on TisC2T«/PU did not report composite films with electrical
conductivity.*?! Investigation of the mechanical properties of the TisC2Tx/PU composite films
showed that a ~20 % increase in tensile strength at the low MXene loading of 0.5 wt.% was
accompanied by a considerable decrease in strain at break from ~600 % in PU to ~500 % in
the composite.*?1 The previous studies on TisC2Tx MXene composite films highlight the need
for an in-depth understanding of MXene’s behavior in composite systems to achieve fibers
with balanced electrical and mechanical properties that are suitable for strain sensing

application.

In this work, we show that TisC2Tx MXene can be used to achieve highly conducting and
stretchable fibers through a scalable wet-spinning process. We systematically study the effect
of MXene loading on fiber spinnability and morphological, mechanical, and electrical
properties of the MXene/PU composite fibers. We achieve a percolation threshold at ~1.0 wt.%
MXene (volume fraction ¢ =~ 2.8 x 10%), which is significantly lower than the reported values
for MXene-based composites (>6 wt.% MXene).3143031 We show that the integration of
MXene into PU results in a significant enhancement in Young’s modulus (Y) of the fibers
showing a high rate of reinforcement (dY/d¢) of up to ~20.3 GPa. This dY/d¢ is higher than
other PU-based composite fibers such as GO/PU%-21 and CNT/PUM produced under similar
conditions. When used as an individual fiber, the MXene/PU composite fiber can sense large
strains (up to ~152%) with a high gauge factor (GF) of ~12900 (GF ~ 238 at 50 % strain),
which exceeds literature values for fiber-based strain sensors. We also produced coaxial fibers
by using MXene/PU composite as the sheath and PU fiber as the core. This new fiber
configuration further improved the sensing performance compared to conventional composite

fibers especially when tested in cyclic stretching-releasing deformation. We show that the
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outstanding mechanical properties of MXene/PU composite fibers enable their knitting into
textiles using an industrial-scale knitting machine, similar to knitting of everyday yarns. The
knitted textiles sense strains as large as 200 % with a GF of ~ -7.5, outperforming existing
knitted textile strain sensors. Using the MXene/PU composite fibers, we knit an elbow sleeve
that can readily monitor the diverse movements of a wearer by sending the signal to a personal
computer. This work shows that the enhanced insight into the MXene’s behavior in composite
systems enables the fabrication of fibers that exhibit a unique combination of electrical
conductivity and stretchability. It also shows that these MXene-based conducting elastomeric
fibers can be integrated into strain sensing textiles for practical applications such as wearable

body movement monitoring.

2. Results and discussion

We synthesized TisC2Tx MXene using the minimally intensive layer delamination (MILD)
method.[*® X-ray diffraction (XRD) results suggest complete etching of the Al layers of the
TisAIC2 MAX phase and complete delamination of MXene layers (Figure S1). Investigation
using the dynamic light scattering (DLS) technique revealed that ~78 % of the MXene flakes
in the as-synthesized dispersion had an average size of ~0.58 um, while there were ~6 % of
larger flakes with an average size of ~5.21 um; the average size of the remaining flakes was
~0.12 pm (Figure S1c). Since PU used in this work was insoluble in water, we used a solvent
exchange method® to transfer TisC2Tx MXene aqueous dispersion into dimethyl sulfoxide
(DMSO) and dimethyl formamide (DMF) to achieve solvent compatibility with PU. In our
initial investigation on drop-cast films, MXene/PU composite prepared in DMSO showed
electrical conductivity at ~10 wt.% MXene, while the composite film cast from a DMF
dispersion with the same loading of MXene was not electrically conductive. This could be due
to a better intercalation of DMSO in TisC2Tx MXene layers,** which leads to higher

dispersibility. Hence, we used DMSO as the solvent and prepared spinning formulations at
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various MXene loadings ranging from zero (pure PU) to 100 wt.% (pure MXene). Table S1in

Supporting Information provides details of the formulations prepared for fiber spinning.

We used a wet-spinning technique, shown schematically in Figure la, to examine the
spinnability of MXene/PU formulations into fibers. To elucidate the behavior of TisC2Tx
MXene in composite systems and its suitability to produce conducting elastomeric fibers, we
systematically investigated the effect of MXene loading and spinning conditions on
morphological, electrical, and mechanical properties of MXene/PU fibers. We used
isopropanol (IPA) as the coagulating agent to prepare MXene/PU composite fibers.[*6-24
Figure 1b shows a ~100-meter-long fiber at ~9.1 wt.% MXene loading collected continuously
on a spool. We noticed that while IPA could be used as a coagulating agent to achieve fibers
at MXene loading of up to ~28.6 wt.%, it resulted in poor coagulation at higher MXene
loadings and thus frequent fiber breakages occurred. By substituting IPA with acetic acid
(AcOH) in the coagulation bath, we achieved fibers throughout the whole range of MXene
loading (0-100 wt.%). We used AcOH because it has previously shown to be a suitable
coagulating agent for spinning MXene-based fibers.!?>l Morphological investigation of the
cross-section of the fibers using scanning electron microscopy (SEM) revealed that composite
fibers spun in IPA coagulation bath at low loading of MXene (< ~9.1 wt.%) had irregular and
ribbon-like cross-sections and surfaces, while AcOH resulted in fibers with relatively circular
cross-sections (Figure 1c). Interestingly, more regular (circular) cross-section from the IPA
bath was also achieved by increasing the MXene content in the fiber. This is because the shape
of the cross-section of the fiber is predominantly governed by the rate of coagulation.® The
fast rate of DMSO diffusion out of the spinning formulation into IPA resulted in a rapid
coagulation to form irregular fiber surface morphology. In contrast, the outward diffusion of
DMSO into AcOH was relatively slow (low rate of coagulation), producing circular fibers.

These observations are in agreement with previous studies on other PU composites.[61°21 The
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high dispersibility of TisC2Tx MXene in polar solvents®® facilitated the inward diffusion of

IPA into the fiber with increasing MXene content, which led to more circular fibers.

Spinning
formulation

Coagulation bath

16.7 wt.% - IPA

Figure 1. a) Schematic illustration of MXene/PU fiber spinning process, b) digital photograph
of a ~100-meter-long MXene/PU fiber at ~9.1 wt.% MXene spun using IPA coagulation bath,
and c) scanning electron microscopy (SEM) images of MXene/PU fibers produced at various

MXene loadings and spinning conditions.

We measured the electrical conductivity of the composite fibers at various MXene loadings
spun using IPA and AcOH coagulation baths (Figure 2). The onset of conductivity (percolation
threshold) occurred at ~1.0 wt.% MXene loading for IPA spun fibers and at ~2.0 wt.% for
fibers spun in AcOH. To our knowledge, this percolation threshold is the lowest value reported
for MXene-based composites. The lowest reported percolation threshold was ~6 wt.% for

MXene/PMMA composites.® The high intercalation of DMSO in TisC2Tx MXene layers
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compared to water and other organic solventst! and a planar geometry of MXene flakes in the
fiber could be the reason for the low percolation threshold observed in our composite fibers.
We also calculated volume fraction (¢) of TisC2Tx MXene in the composite fibers by using
densities of 4.2 g cm™ for MXene and 1.2 g cm™ for PU61%-2 respectively. We observed that
the volumetric percolation threshold was ~2.8 x 103 for MXene/PU fibers spun in the IPA bath.
This is similar to the percolation threshold in the rGO/PU composite fiber system (~2.0 x 10
.21 The use of MXene offers the advantage of eliminating the need for post-spinning
reduction treatment necessary to achieve conductive fibers when graphene oxide is used as the

filler.
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Figure 2. The effect of MXene loading on conductivity of MXene/PU fibers produced using
IPA and AcOH. The shaded area shows the region where fibers can be produced using the IPA

coagulation bath. The inset shows a linear increase in the MXene content of up to 30 wt.%.
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The MXene/PU fibers spun from IPA showed higher conductivity than AcOH-spun fibers. This
could be due to the faster coagulation rate of fibers in IPA (see discussions of mechanical
properties), which resulted in less fiber stretching in the coagulation bath and thus minimized
the separation of MXene flakes in the fiber. The conductivity of the fibers increased with
MXene loading for both coagulation baths. For the IPA-spun fiber, the highest conductivity of
~22.6 S cm™ was achieved at ~23.1 wt.% MXene loading. The AcOH-spun fiber at similar
loading showed a lower conductivity of ~6.3 S cm™, which continued to increase with MXene
loading until a conductivity of ~392 S cm™ was achieved for the pure MXene fiber (100 wt.%
MXene). This fiber conductivity is slightly less than the conductivity of ~515 S cm™ measured
for the free-standing MXene film obtained by vacuum filtration of the same MXene dispersion.
Since the fiber spinning conditions used in this work were not optimized for pure MXene, the
resulting fiber was porous (Figure 1c) and had lower conductivity than that of the film. We
also compared the conductivity of fibers produced in this work with other PU composite
fibers('®1%-21 fapricated under similar spinning conditions (Figure S4) and found that at the
same filler loading, the conductivity of MXene/PU fiber is higher than that of CB/PU,!*°!
SWCNT/PU, CCG/PU, and rGO/PU fiber,'*2 and is similar to PEDOT:PSS/PU

fiber,[15-18]

We evaluated the mechanical properties of the MXene/PU fibers spun under various conditions
by using uniaxial tensile testing. The stress-strain curves showed three distinct behaviors
(Figure 3a) when the MXene loading was less than ~9.1 wt.% (Figure 3b), i.e., an initial stiff
response (region 1), strain-induced softening (region 1), and strain-induced hardening (region
I11). These regions are typical for filled elastomers.[16:19-2137-401 The PU chains consist of two
components: soft segments (SS) that form an amorphous phase providing large elongation and
hard segments (HS) that cluster into ordered hard domains imparting stiffness.7-#! This two-

phase microstructure is responsible for the presence of the three regions illustrated in Figure
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3a. Here, the rigid HS domains result in a stiff response in region I. The extension of SS chains
initially causes strain-induced softening (region I1) while further stretching of PU increases the

alignment of SS chains and ultimately leads to SIC of SS phase (region Il1).

The fibers with MXene loading above ~9.1 wt.% only showed the stiff region. The stress-strain
curves of the fibers in the stiff region revealed a significant reinforcement (increase in stiffness)
effect from MXene (Figure 3c). The Young’s modulus (Y) of the IPA-spun fibers increased
from ~7.1 MPa for pure PU to ~1145 MPa for MXene/PU at ~28.6 wt.% loading (¢=0.085).
This is equivalent to a rate of reinforcement (dY/d¢) of ~20.3 GPa. Similarly, for AcCOH-spun
fibers, a steady increase in Y from ~16.2 to ~5997 MPa was observed when MXene loading
increased from zero to ~80.0 wt.% (dY/d¢ ~15.8 GPa). The increase in Y in MXene/PU fibers
with increasing MXene content can be due to the so-called hydrodynamic effect> created
as the result of the addition of MXene fillers with significantly higher stiffness than the soft
PU host. The rate of reinforcement achieved for the MXene/PU fibers (~20.3 GPa) are higher
than dY/d¢ for other composite fibers produced under similar conditions (Figure S4) such as
GO/PU21 (~15.8 GPa), CCG/PUI (2.1 GPa), and SWCNT/PUL! (6.5 GPa). We noted that
pure MXene fibers showed a significantly lower Young’s modulus (~2750 MPa) than the
composite fiber with ~80.0 wt.% MXene. This indicates that the interaction between PU and

MXene flakes are stronger than the bonding between pure MXene flakes.
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Figure 3. a) Schematic illustration of various stages of stress-strain curves for MXene/PU
fibers, b) stress-strain curves of representative fibers, ¢) Young’s modulus, d) tensile strength,
and e) strain at break of MXene/PU fibers produced at various MXene loadings and spinning
conditions. The shaded area in (c-e) shows the region where fibers can be produced using the

IPA coagulation bath.

To quantify the strain-induced softening behavior of the fibers (region 1), we calculated stress
at 50 % strain (os0) and modulus in the strain range of 50-100 % (Yn). The gs0 of MXene/PU

fibers increased approximately three times when MXene loading increased from zero to ~9.1
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wt.%, while Y remained relatively unchanged (Figure S5). The ability to incorporate fillers
in PU without significantly disrupting SS extensibility or SIC is important for achieving
reinforcement while utilizing the stretchability of PU. In our MXene/PU fibers with MXene
loading of up to ~9.1 wt.%, the increase in oso indicates that introducing MXene into PU results
not only in stiffness reinforcement, but also in strengthening of the fiber in the medium strain
region (50-100 %). This strengthening will be beneficial for great majority of practical

applications where fibers are subjected to limited stretching (<100 %).

In region 11 (strain above 200 %), stretching of the fibers resulted in a significant rise in stress
(Figure 3b) due to the strain-induced crystallization (SIC). Interestingly in this region, there
was no significant change in the modulus (Yu) of the MXene/PU fibers with increasing the
MXene loading from zero to ~9.1 wt.% (Figure S5). To quantify the SIC behavior of the
MXene/PU fibers, we measured the strain at the intersection of the tangent lines of the stress-
strain curves in regions Il and Il (Figure 3a). This SIC strain only showed a slight decrease
with MXene loading (up to ~9.1 wt.%) in MXene/PU fibers (Figure S5). For instance, the SIC
strain of ~182 % for PU decreased to ~160 % for MXene/PU (~9.1 wt.%). A combination of
relatively unchanged Yu and Y and slight decrease in SIC strain indicate that the addition of
MXene has minimal effect on the SS extensibility and does not disrupt the SIC of the SS in the

PU host.

We observed that the strain at break (es) and the tensile strength (o) of the fibers decreased
with MXene loading (Figure 3d-e). For IPA-spun fibers, es decreased from ~393 % to ~264
% and ot decreased from ~40.9 to ~19.6 MPa with increasing MXene content from zero to
~9.1 wt.%. The AcOH-spun fibers showed lower es and ot than the IPA-spun fibers. For
instance, the AcOH-spun fiber at ~9.1 wt.% MXene showed ¢s and ot of ~73.1 % and ~7.8

MPa, possibly because the slow coagulation in AcOH could result in more stretching of SS
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chains and longer MXene flakes sliding within the fiber during the spinning process. Further
increase in MXene loading above ~9.1 wt.% resulted in brittle fibers that showed low
stretchability and moderate strength (es < 15 % and o1 <10 MPa). The decrease in es and ot of
MXene/PU fibers at MXene loading more than ~9.1 wt.% is likely due to the enhanced
interactions between MXene flakes, similar to the aggregation effect!®! observed in CNT
polymer composite systems and interruption of SS extension. Assessment of composite fiber
cross-section at breakage after stretching using SEM did not show obvious pullouts (Figure

S6) indicting strong interfacial interaction of MXene and PU.

The above results indicate that by carefully choosing MXene content and spinning conditions,
it is possible to produce MXene/PU composite fibers that represent the prominent attributes of
their parent materials, i.e., high stretchability inherent to PU and high electrical conductivity
inherent to MXene. This unique combination of properties is desirable for strain sensing and
many other applications. We evaluated the strain sensing performance of the MXene/PU
composite fibers produced under various conditions by real-time monitoring of the change in
resistance (R) during uniaxial tensile stretching. Investigation of the electromechanical
properties of the fibers, shown in Figure 4a for representative samples, revealed an increase in
AR/Ro with stretching (Ro: initial resistance) indicative of strain sensing behavior. We measured
the sensing range and the gauge factor (GF) of the MXene/PU fibers (Figure 4c-d). The sensing
range indicates the minimum and maximum strains, where the sensor performs and GF,
calculated using equation 1, is a measure of the sensitivity of the sensor. We note that both the
sensing range and GF, increased initially with MXene loading and then decreased with their
peak values occurring at ~9.1 wt.% MXene for fibers spun in IPA (~4.8 wt.% for AcOH-spun).
The IPA-spun ~9.1 wt.% MXene/PU fiber showed a sensing range of ~152 % strain and a high
GF of ~12900 (GF ~ 238 at 50 % strain), which are due to the combination of high stretchability

(Figure 3a) and reasonably high electrical conductivity (Figure 2). This GF shows the high
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sensitivity of the ~9.1 wt.% MXene/PU fiber sensor and exceeds the highest published values
for fiber-based strain sensors such as PEDOT:PSS/PU monofilament!*®! (GF =~ 10%) and
multifilament™® (GF =~ 1500), graphene nanoplatelets/PVA coated rubber yarn* (GF =~ 1800)

and AgNW-AgNP/poly(styrene-b-butadiene-b-styrene) (SBS) fiber?? (GF = 15).
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Figure 4. a) Strain sensing behavior of various MXene/PU fibers under uniaxial tensile
stretching. b) Electromechanical properties of a representative MXene/PU fiber at ~9.1 wt.%
MXene produced using IPA coagulation bath under cyclic stretching-releasing deformation at
various strain magnitudes. Inset in (b) shows cyclic electromechanical properties of the same
fiber at 30% strain for six cycles. ¢) Sensing range and d) gauge factor values for various
MXene/PU fibers calculated from (a). The shaded area in (c-d) shows the region where fibers

can be produced using the IPA coagulation bath.
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We further investigated the strain sensing behavior of the IPA-spun fiber during repeated
stretching-relaxing deformations (Figure 4b). In cyclic deformations, this fiber showed an
increase in resistance during stretching (loading) and a decrease in resistance when relaxed to
zero strain (unloading). Notably, the fiber sensor could detect incremental increases in applied
strain by showing a larger difference between loading and unloading resistances. Stretch-
induced changes in the conduction network[?*! are considered to be the main reason for strain
sensing behavior of the composite fibers. In this composite system, the disruption of
interconnected MXene flakes results in increased resistance. This conduction network is
restored when strain is removed, leading to decrease in resistance to the initial value. The high
conductivity of MXene flakes enabled the formation of conduction network at a very high
stretching of ~152 %, leading to high sensing range in the MXene/PU composite fiber. The
high GF of the composite fiber can be explained by high stretching-induced changes in
conduction network as a result of strong interaction between MXene flakes and PU chains,
which gave rise to significant changes in resistance with stretching. The loading at which
balanced stretchability and conductivity are achieved depends on the onset of SS extensibility
interruption in PU as the result of filler particle addition, which were observed at loadings of
~13 wt.% and ~2.9 wt.% for PEDOT:PSS!8l and GO, respectively. The realization of high
stretchability and conductivity at the MXene loading of ~9.1 wt.% agrees well with previous
works, given the smaller flake size of MXene compared to GO (average lateral size ~12 pum).
The sensor responded well to cyclic strains of up to ~50 %, which was lower than the strain
range of ~152 % measured in uniaxial tensile stretching deformation. We also observed a drift
in the resistance response, which became more prominent with increasing the strain magnitude.
The drift in the resistance response can be explained by the unrecoverable loss of conducting
network due to the slippage or breakage of some of the MXene flakes during stretching, which

results in only partial recovery of the conducting network during unloading.
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We next used a coaxial wet-spinning approach (Figure 5a) and produced sheath/core fibers
that consisted of a pure PU fiber as the inner core with the outer sheath of MXene. We used
AcOH as the coagulation bath to produce coaxial fibers because the earlier results showed that
IPA failed to generate M Xene-based fibers with high MXene loading. While it was possible to
produce a coaxial fiber with pure MXene layer as the sheath, we noticed that even small amount
of stretching (~5%) resulted in permanent formation of cracks in the MXene layer and loss of
conductivity. By making the outer layer a MXene/PU composite instead of pure MXene
(Figure 5b), we achieved a coaxial fiber that showed a maximum sensing range of ~175 %
strain with a GF of ~2300 during uniaxial tensile stretching (Figure S7). Analysis of the cross-
section morphology of the coaxial fiber using SEM showed that there was a good adhesion
between the outer MXene/PU composite layer with the inner PU core (Figure 5c-d).
Additionally, by making coaxial fibers, we were able to use a higher MXene content of ~16.7
wt.% in the sheath to take advantage of its higher conductivity, while still possessing the

elasticity of the PU core.

We also evaluated the cyclic strain sensing behavior of the coaxial fiber during repeated cyclic
stretching-releasing test and observed that this fiber could sense various applied strain
magnitudes of up to 150 % (Figure 5e-f). This is significantly higher than the 50 % strain
sensing range achieved during cyclic stretching of non-coaxial composite fiber. The coaxial
fiber also showed a smaller drift than the non-coaxial composite fiber and an improved stability
in the cyclic sensing response at each applied strain magnitude. The enhancements in the cyclic
sensing performance could be attributed to the high strain recovery of the core PU fiber, which
helped the outer composite sensing layer restore the conduction network during unloading.
This is evident from the cyclic extension-relaxation curves (Figure S8), which show residual
strains of ~19 % and ~15 % at the applied strain of 50 % for the MXene/PU composite fiber

(~9.1 wt.%) and the MXene/PU coaxial fiber, respectively. With higher sensing range,
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sensitivity, and stability under repeated stretching-releasing deformations, the coaxial fiber
offers a more practical sensing platform as an individual fiber, i.e., not woven or knitted, than

the composite fiber.
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Figure 5. a) Schematic illustration of the coaxial fiber spinning approach used to achieve fibers
with MXene/PU sheath and PU core. b) Optical microscopy image and c-d) SEM images of a
MXene/PU coaxial fiber produced using MXene loading of ~16.7 wt.% in the sheath. The dark
gray solid area on the left in (d) shows the MXene/PU composite outer sheath and the thinner
fiber in the right side shows the inner PU core. e) Electromechanical properties of the
MXene/PU coaxial fiber under cyclic stretching-releasing deformation at various applied

strains. f) 20 min sections of AR/Ro in () for 50 % and 100 % strains.
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The ability of the fiber to be knitted using an industrial-scale knitting machine is necessary to
manufacture textile strain sensors that can be comfortably worn similar to everyday clothing.
We examined the feasibility of integrating the composite fibers into a textile strain sensor
device by knitting them on an industrial weft knitting machine. We used a single jersey knit
structure (plain knit) and prepared two textile prototypes (~4 cm x ~1 cm) by knitting single
and four-ply yarn of the composite fiber. We found that the composite fiber could withstand
the high mechanical forces applied during industrial-scale knitting and could bend around
successive knitting needles to form a series of intermeshing loops needed to produce fabrics
(Figure 6a-b). We noticed that the textile produced by knitting four-ply yarn showed more
uniform and packed loops than the knit made of single fiber likely due to the relatively small

diameter of the single fiber (~115 um) and the low needle gauge used for knitting (15 G).
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Figure 6. Single jersey textiles knitted by using a) single and b) four-ply yarn of MXene/PU
composite fiber with ~9.1 wt.% MXene loading and their schematic illustrations. c)
Electromechanical properties of the textile knitted using MXene/PU four-ply yarn under cyclic
stretching-releasing deformation at various applied strains. d) 20-min sections of AR/Ro in (c)
for 100 %, 150 %, and 200 % strains. €) AR/Ro for loading (RL) and unloading (Ru) at each

cycle.

We studied the strain sensing behavior of the textile knitted from four-ply yarn (four individual
fibers) by monitoring its resistance change during cyclic stretching-releasing deformations in
the wale direction (Figure 6¢). We observed that the resistance of the textile decreased upon
loading and increased when relaxed, resulting in a negative GF (Figure 6¢-d), in contrast to
the sensing behavior of the individual fibers that showed the opposite trend with positive GFs

(Figure 4b). This is in agreement with our previous study® and can be explained by the
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decrease in contact resistance between the interlocked fibers in textiles with stretching, which
results in a decrease in the resistance response of the textile sensor. The knitted textile could
sense strains of up to 200 % strain, which well exceeds the strain range required for wearable
sensing reported as 55 % strain.[*®l We also measured AR/Ro for loading (ARL/Ro) and
unloading (ARu/Ro) at each cycle and observed that their difference increased with applied
strain, indicating the sensor’s ability to distinguish various levels of stretching. At 200 % strain,
this difference can be translated to a GF of ~ -7.5 which is significantly higher in value
compared to previous knitted textile strain sensors, which achieved GFs of up to -1, [17:18:49:50]
In addition, the knitted textile sensor made with the ~9.1 wt.% MXene/PU four-ply yarn
showed a high stability by maintaining its sensing response during loading and unloading for

1000 cycles of stretching-releasing deformations at 50 % strain (Figure S9).

To further demonstrate that the composite fibers could be knitted into a readily wearable textile
device, we used four-ply yarn and knitted them into an elbow sleeve (Figure 7a). The elbow
sleeve was designed such that the MXene/PU fiber was knitted into a patch (~35 mm x ~8 mm)
over the elbow to enable the textile sensor to stretch during bending of the wearer’s arm and to
relax upon straightening. The outer portion of the band was knitted with nylon, spandex, and
polyester fibers to provide comfort and flexibility. This elbow sleeve was worn on the elbow
of a volunteer to demonstrate its use for body movement monitoring (Figure 7b). By
connecting the knitted fabric sensor to a commercial wireless transmitter (Shimmer™), we
were able to monitor the sensing response (voltage) of the elbow sleeve on a personal computer
through a wireless Bluetooth® connection (Figure S10). Bending the elbow to 90° stretched
the fabric sensor by ~50 % and consequently the sensing response decreased (Figure 7c-d).
Straightening the elbow resulted in the sensing response to increase and return to its original
value. We observed that the elbow sleeve could monitor diverse movements of elbow including

sudden and relatively fast movements (frequency of ~0.7 Hz). The ability of the textile sensor
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to respond to fast movements is essential for practical applications such as sports coaching or

injury prevention.
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Figure 7. Elbow sleeve knitted by using four-ply yarn of MXene/PU composite fiber a) as-

knitted and b) on an elbow at straight and bent conditions. c-d) Strain sensing response of the

elbow sleeve recorded while repeatedly bending and straightening the elbow at two different

frequencies through a wireless Bluetooth® connection.

22



WILEY-VCH

3. Conclusions

We demonstrated continuous production of MXene/PU composite and coaxial fibers with high
conductivity and stretchability that could be knitted into textiles using a commercial-scale
knitting machine. Our MXene/PU composite fibers displayed the lowest percolation threshold
(~1 wt.%) among other MXene-based composites and the highest rate of reinforcement (~20.3
GPa) among other PU-based composite fibers. We showed that MXene/PU composite fibers
could sense strains as high as ~152 % with a very high gauge factor of ~12900. We produced
fibers with MXene/PU sheath and PU core by coaxial wet-spinning, which showed an
enhanced stability in the cyclic stretching-releasing deformations at various applied strains
compared to the non-coaxial composite fiber. We further demonstrated that the MXene/PU
fibers had sufficient mechanical properties for machine knitting into textiles with defined loop
patterns. The single jersey knit of MXene/PU four-ply yarn could sense strains up to 200 %
with excellent stability over 1000 stretching-releasing deformations. Using the MXene/PU
fibers, we also knitted an elbow sleeve which could be worn on a user’s elbow to track its
various movements by sending the signal wirelessly to a personal computer. This work
provides detailed insights into the behavior of MXene in elastomeric composites which can be
used in other composite systems to achieve electrical and mechanical properties as required for
practical applications. The MXene-based strain sensing fibers and textiles developed in this
work offer a practical platform for a range of wearable applications requiring body movement
monitoring, such as sports coaching, rehabilitation, and injury prevention, remote health

monitoring of patients, soft robotics, virtual reality, and entertainment.
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4. Experimental

4.1.  Synthesis of TisC,Tx MXene

TisC2Tx MXene was synthesized using the minimally intensive layer delamination (MILD)
method.*1 LiF (4.8 g) was dissolved in HCI (9 M, 60 mL) in a polytetrafluoroethylene bottle.
TisAIC2 MAX phase powder (Carbon-Ukraine, <38 pum particle size, 3 g) was then slowly
added to the solution. The mixture was kept stirring at room temperature for 24 h and then
washed several times using centrifugation (Thermo Scientific Sorvall ST40) at 3500 rpm for 5
minutes until self-delamination occurred (pH of the supernatant ~6). The sediment was
collected in the next step and re-dispersed in water. The mixture was centrifuged at 3500 rpm
for 15 min and the supernatant that consisted of highly delaminated TisC2Tx MXene dispersion

was collected.

The aqueous MXene dispersion was transferred into dimethyl sulfoxide (DMSO) or
dimethylformamide (DMF) via a solvent exchange method®® using repeated centrifugation
(Thermo Scientific Sorvall ST40) of the parent MXene dispersion at 9000 rpm for one hour.
After each centrifugation step, the supernatant was removed and replaced with DMSO or DMF,
and the sediment was redispersed using a vortex mixer and manual shaking. This process was

repeated three times to maximize water removal.

4.2.  Wet-spinning of MXene/PU composite fibers

The MXene/polyurethane (PU) spinning formulations were prepared by dissolving PU
(AdvanSource Biomaterials Chronoflex® C 80A) granules in MXene dispersions in DMSO
using stirring. Various MXene concentrations are used to achieve MXene loadings of 0 — 100
wt.% (Table S1). A custom-built wet-spinning linel*®2!1 was used to produce MXene/PU
fibers. The spinning formulation was injected into a coagulation bath of isopropanol (IPA) or

acetic acid (AcOH) through a blunt-tip needle with 23 gauge for IPA or 25 gauge for AcOH as
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spinneret. A syringe pump was used to control the flow rate (1-3 mL mint). After coagulation,

the fibers were continuously collected onto a spool and dried in air.

4.3.  Wet-spinning of MXene/PU coaxial fibers

MXene/PU coaxial fibers were produced by using a custom-designed spinneret made by
carefully placing a fine needle (25 gauge) inside a larger needle (18 gauge). Coaxial fibers
made of MXene sheath and PU core were obtained by injecting the pure PU solution through
the inner needle and the MXene/PU formulation through the outer needle of the spinneret.
Here, AcOH was used as the coagulation bath and the flow rates of the formulation in the inner

and outer needles were controlled (1-2 mL min™) by using a syringe pump.

4.4. Knitting MXene/PU fibers into textiles and fabrics

MXene/PU fibers were knitted on a flat-bed knitting machine (Shima Seiki 15 gauge SWG-
041N). Textile patches and devices were programed and simulated using Shima Seiki’s SDS-
ONE APEX3 design system. The sensing elbow sleeve was knitted in one piece, where the
sensing component consisted of MXene/PU four-ply yarn and the surrounding fabric consisted

of nylon/spandex fibers (NILIT) and polyester yarn (REPREVE).

45. Characterizations

The flake size distributions of the MXene dispersions were measured using dynamic light
scattering (DLS) in a Zetasizer (Malvern Instruments, Nano ZS). The viscosity of spinning
formulations was measured by a rheometer (TA Instruments Discovery HR-3) at 20 °C in
parallel plate configuration using a Peltier plate with a diameter of 20 mm. The cross-section
morphology of the MXene/PU fibers was observed by a scanning electron microscope (SEM
Zeiss Supra 50 VP) after sputter coating with platinum/palladium for 30 s (Cressington
Scientific, 108 Auto). Cross-section surfaces were prepared by immersing the fiber in liquid
nitrogen for 30 s and breaking the frozen fiber. The diameter of the fiber samples for electrical
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and mechanical properties testing was measured using an optical microscope (Olympus BX51)
across the whole length of the fiber. The electrical conductivity of the MXene/PU fibers was
measured using an in-house four-point probe cell (probe spacing ~230 um) under laboratory
humidity and temperature conditions. A source meter unit (Keithley 2400) was used to apply
different currents (I) between two outer probes and the resulting voltages (V) were measured
between the two inner probes. Resistance values were then calculated from the I-V curves and

used to estimate the electrical conductivity.

The mechanical properties of the MXene/PU fibers were measured using a tensile testing
instrument (Instron 3365) equipped with a 5 N (fibers) or a 100 N (textiles) load cell. Fiber
samples were prepared by fixing the fiber onto laser-cut paper frames (10 mm aperture). The
tensile tests were carried out at strain rates ranging from 1-200 % min such that the failure
occurred within 1-2 min. A custom-coded program in MATLAB® was used to calculate

Young’s modulus, tensile strength, and strain at break values from the tensile test data.

The electromechanical properties of the MXene/PU fibers and knitted textiles were measured
by real-time monitoring of the resistance using a digital multimeter (Keysight 34461A) during
tensile or cyclic extension-relaxation mechanical tests. Samples were prepared by placing a
copper tape at each end of the fiber or textile prior to mounting onto the grips.
Electromechanical tensile tests were used to calculate sensing range and gauge factor (GF)
values (equation 1) from resistance (R) at each applied strain (e, expressed as percentage) and
the initial resistance (Ro, resistance at unstretched state). Two types of cyclic extension-
relaxation tests were carried out to measure sensors’ sensitivity at various strains and stability.
For the sensitivity test, the sample was cyclically stretched (loading) to different applied strain
magnitudes (up to 200 %) in 10 % incremental steps and then allowed to relax to zero strain

(unloading). The test was repeated at each strain magnitude for 20 cycles. The stability test was
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carried out by cyclically stretching the sample to 50 % strain and then allowing it to relax to
zero strain for 1000 cycles. The cyclic extension-relaxation tests were carried out at the strain
rate of 100 % min"* and a 30 s relaxation time was introduced after each loading and unloading
step to allow the resistance of the sample to stabilize. The electromechanical results were
analyzed by using custom-coded programs in MATLAB®, which measured Ro, loading
resistance (Rr) and unloading resistance (Ru) at each cycle.

R—R
GF = 9 %100 (1)
eR,

Wireless body movement monitoring experiments were performed on the knitted elbow sleeve
worn on an elbow of a volunteer. The knitted fabric sensor was connected to a commercial
wireless transmitter (Shimmer™ 3) via a voltage divider circuit (using 1 MQ and 1 kQ
resistors) and the voltage signal was transmitted to a personal computer using Bluetooth®
connection. The test was carried out by cyclically bending and straightening the elbow of the

wearer and the sensing data was recorded real-time.
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Conductive elastomeric composite and coaxial fibers are fabricated using TisC2Tx MXene,
which show strain sensing properties by changing electrical resistance when stretched. Using
industrial-scale knitting machine, the composite fibers are knitted into strain sensing textiles
that can be worn directly and monitor the user’s diverse body movements. MXene-based fibers

and textiles can cater for wearable applications such as off-site health monitoring of patients.
Keyword: MXene fiber strain sensor
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